
801.04 

Section 801.  CONCRETE DRIVEWAYS 

801.01. Description.  This work consists of constructing reinforced, or 
non-reinforced concrete driveways as required by the contract. 

801.02. Materials.  Provide materials in accordance with the following: 

Concrete, Grade P1, P-NC ............................................................. 601 
Concrete, Grade S2 ........................................................................ 701 
Curing Compound .......................................................................... 903 
Steel Reinforcement ....................................................................... 905 
Joint Materials ................................................................................ 914 

801.03. Construction.  Construct driveways in accordance with 
subsection 803.03, for sidewalks. 

Use wire fabric reinforcement for reinforced driveways in accordance 
with Standard Plan R-29 Series. 

801.04. Measurement and Payment. 

Pay Item Pay Unit 
Driveway, Reinf Conc, _ inch ........................................... Square Yard 
Driveway, Nonreinf Conc, _ inch ...................................... Square Yard 

A. Acceptance.  Conduct concrete quality control as specified in 
section 604.  The Engineer will conduct quality assurance as specified in 
section 605.  The Department will pay for this work based on the quality 
assurance results. 

B. Driveway, Reinf Conc and Driveway, Nonreinf Conc.  The 
Engineer will measure and the Department will pay for Driveway, Reinf 
Conc and Driveway, Nonreinf Conc of the thickness required, based 
on the surface area of the driveway measured in place. 
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