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Add the following paragraph to subsection 1001.03.E.1 of the Standard Specifications for 
Construction: 

Weigh and batch each material into its respective weighing device within the tolerance from 
the individual batch weights or quantities documented in the approved JMF as follows: 

a. Cementitious Materials.  Provide cementitious materials within -2.0 percent to +5.0 

percent of the required weight. 

b. Aggregates.  Provide aggregate within ±3.0 percent of the required weight. 

c. Water.  Provide net water to not exceed the required water quantity and the required 
maximum water/cementitious ratio (w/cm). 

d. Air Entraining Admixtures.  Provide the necessary quantity or dosage rate per 100 pounds 
of cementitious material to achieve the required air content of fresh concrete.  

e. Other Admixtures.  Provide water-reducing and other admixtures within ±3.0 percent of 
the required quantity. 


