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a. Description.  This work consists of the Contractor taking samples of the asphalt binder 
and delivering the samples to the Engineer prior to incorporation into the hot mix asphalt 
mixture. 

b. Materials.  For informational purposes, original samples of asphalt binder will be taken 
by the Contractor and delivered to the Engineer prior to incorporation into the mixture.  The 
frequency of sampling will be determined by the Engineer. 

The Contractor must certify in writing that the materials used in the HMA mixture are from the 
same source as the materials used in developing the HMA mixture design and the bond coat is 
from an approved supplier as stated in the Material Quality Assurance Procedures Manual. 

c. Construction.  None specified. 

d. Measurement and Payment.  The cost of obtaining and delivering the samples to the 
Engineer will be included in the hot mix asphalt (HMA) pay items in the contract. 


